
energies

Review

The Possibility of a High-Efficiency Wave Power Generation
System Using Dielectric Elastomers

Seiki Chiba 1,* , Mikio Waki 2, Changqing Jiang 3 , Makoto Takeshita 4, Mitsugu Uejima 4, Kohei Arakawa 4

and Kazuhiro Ohyama 5

����������
�������

Citation: Chiba, S.; Waki, M.; Jiang,

C.; Takeshita, M.; Uejima, M.;

Arakawa, K.; Ohyama, K. The

Possibility of a High-Efficiency Wave

Power Generation System Using

Dielectric Elastomers. Energies 2021,

14, 3414. https://doi.org/10.3390/

en14123414

Academic Editors: Mário José

Gonçalves Cavaco Mendes and

Vincenzo Franzitta

Received: 24 April 2021

Accepted: 4 June 2021

Published: 9 June 2021

Publisher’s Note: MDPI stays neutral

with regard to jurisdictional claims in

published maps and institutional affil-

iations.

Copyright: © 2021 by the authors.

Licensee MDPI, Basel, Switzerland.

This article is an open access article

distributed under the terms and

conditions of the Creative Commons

Attribution (CC BY) license (https://

creativecommons.org/licenses/by/

4.0/).

1 Chiba Science Institute, Yagumo, Meguro Ward, Tokyo 152-0023, Japan
2 Wits Inc., Oshiage, Sakura, Tochigi 329-1334, Japan; waki@hyperdrive-web.com
3 Institute of Ship Technology, Ocean Engineering and Transport Systems, University of Duisburg-Essen,

47057 Duisburg, Germany; changqing.jiang@uni-due.de
4 Zeon Corporation, Shin Marunouchi Bldg, Chiyoda Ward, Tokyo 100-8246, Japan;

M.Takeshita@zeon.co.jp (M.T.); M.Uejima@zeon.co.jp (M.U.); K.Arakawa@zeon.co.jp (K.A.)
5 Fukuoka Institute of Technology, Wajirohigashi, Higashi Ward, Fukuoka 811-0295, Japan; ohyama@fit.ac.jp
* Correspondence: epam@hyperdrive-web.com

Abstract: Power generation using dielectric elastomer (DE) artificial muscle is attracting attention
because of its light weight, low cost, and high-efficiency. Since this method is a system that produces
electricity without emitting carbon dioxide nor using rare earths, it would contribute to the goal of
environmental sustainability. In this paper, the background of DEs, the associated high efficiency
wave energy generation (WEG) systems that we developed using DEs, as well as the latest develop-
ment of its material are summarized. By covering both the challenges and achievements, this paper
discusses the opportunities to build the foundation of an energy recycling society through the usage
of these WEGs. To make these possibilities commercially successful, the advantages of DEs need
to be integrated with traditional technologies. To achieve this, the method of using DEs alone and
a system used in combination with an oscillating water column were also considered. Finally, the
current status and future of DE generators (DEGs) are discussed.

Keywords: dielectric elastomer; generation; carbon dioxide free; rare earths free; high efficiency;
CNT; high power; artificial muscle; actuator; large deformation

1. Introduction

Most commercial power generation systems use electromagnetic induction in which
the generator is rotated by mechanical energy. Electricity is, for example, generated by
a turbine (utilization of mechanical energy) driven by wind, water falling from a high
place, or a flow from a stream. Small-scale power generation using renewable energy
is currently becoming widely used due to problems such as environmental pollution,
including issues related to global warming and population explosion [1–3]. However,
traditional generators that use electromagnetic induction tend to operate most efficiently
at high frequencies in a narrow range, which may make them unsuitable for renewable
energy sources [4]. Sources for utilizing renewable energy generate motion over a wide
range of low frequencies, so power generation systems that use electromagnetic induction
must include mechanical or hydraulic transmissions, making the system more complex.
Consequently, it will be expensive.

A DE (dielectric elastomer) is one of the most promising artificial muscles and is also
a new transducer technology that can convert mechanical energy into electrical energy.
Compared to conventional generators that use electromagnetic induction or piezoelectric
effects, generators that use DEs have been found to generate electricity more efficiently,
with higher energy densities, and at lower frequencies [5–7].

In this paper, some high-efficiency wave energy generation (WEG) systems that have
been developed using DEs are summarized and the opportunity to build the foundation of
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an energy recycling society using these DE generators (DEGs) is considered. One way to
make these opportunities commercially successful is to incorporate DEs into traditional
technology and take advantage of DEs’ strength. In this paper, the method of using DEs
alone and a system of combined use with oscillating water column wave energy converters
(OWCs) are considered. The current status and future of DE generators are also discussed.

2. Background of Dielectric Elastomers

A DE is a transducer technology invented by Pelrine and Chiba at SRI International
(Stanford Research Institute USA) in early 1991 [8]. As shown in Figure 1, the basic element
of a DE is a very simple structure consisting of a thin polymer film (elastomer) sandwiched
between two electrodes. When a voltage difference is applied between the electrodes,
the electrodes are attracted to each other by electrostatic force (Coulomb force), and the
elastomer contracts in the thickness direction and expands in the plane direction.
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Figure 1. Basic operational principle of dielectric elastomers (DEs).

A DE can achieve a very efficient conversion of electrical energy to mechanical en-
ergy [9]. The energy density of a DE reaches 3.4 J/g, which is about 21 times that of single
crystal piezoelectric elements and more than two orders of magnitude higher than most
commercially available actuators [9,10]. As shown in Figure 2, a 0.15 g DE can lift an 8 kg
weight by 1 mm or more at a speed of 88 mc with our latest design [11]. However, the
edge of the DE was reinforced so that it would not be destroyed by repeated loads, and the
total weight was set to 0.97 g. Also, for deformation, as shown in Figure 3, it has reached
680% so far [12]. The polymer used for them was acrylic #a (see Table 1), and the electrode
material was a single-walled nanotube (ZEONANO®-SG101, Zeon corp., Tokyo, Japan.

Figure 2. DE actuator (DEA) with a weight of 8 kg.

Figure 3. Expanding circular actuator up to 680%.
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Table 1. Maximum response of representative elastomers.

Polymer
(Specific Type)

Elastic Energy
Density
(J/cm3)

Pressure
(MPa)

Strain
(%)

Young’s
Modulus

(MPa)

Breakdown
Electric Field

(V/µm)

Dielectric
Constant
(at 1 kHz)

Coupling
Efficiency, k2

(%)

Acrylic #a 3.4 7.2 158 2.0 412 4.8 85
Silicone #a 0.22 1.36 102 1.0 235 2.8 54

Polyurethane #a 0.087 1.6 60 17.0 160 7.0 21
Silicone #c 0.082 0.51 32 0.7 144 2.8 54

Fluorosilicone #1 0.055 0.39 28 0.5 80 6.9 48
Silicone #b 0.026 0.13 41 0.125 72 2.8 65

Isoprene Natural
Rubber #a 0.0059 0.11 11 0.85 67 2.7 21

Fluoroelastomer #a 0.0046 0.11 8 2.5 32 12.7 15
1 Average engineering modulus at the maximum strain; The above films used were elastomers commercially produced by several companies
in the United States.

It has been observed that when the above operation is reversed, power is generated,
for example, when the DE is pulled by an external force or when pressure is applied by an
external force [10].

Currently, there are two approaches: (1) DE materials and mechanical systems using
DEs [6,9–35], and (2) operational strategies (circuit design) [36–39] that are being studied.

The following are relevant papers on DE materials and mechanical systems using DEs:
Chiba et al. made DEs from silicon and acrylic, and discovered that acrylic has greater

elongation and actuation pressure [6]. Chiba et al. have also shown the effectiveness of
carbon nanotubes as an electrode for DEs [11]. Koh et al. showed that various models
of failure, including electrical breakdown, electromechanical instability, loss of tension,
and rupture by stretching defined a cycle of maximal energy of conversion [13]. Jean-
Mistral et al. presented a DEG that could obtain very small amounts of energy from
human motion [15]. Huang et al. claimed that they achieved significant improvements
in energy density and power density using equi-biaxial stretching [21]. Vertechy et al.
showed a reduced, dynamic model for an inflated circular diaphragm dielectric elastomer
generators that features one kinematic degree of freedom and which accounts for DE
visco-elasticity [24]. The performance of a DEG composed of an annular membrane
deformed out-of-plane by an external oscillating loading was investigated employing a
hyper-electro-elastic model with parameters adjusted to simulate the behavior of material
such as an acrylic elastomer and a type of natural rubber [25]. Moretti et al. investigated
parallelogram-shaped dielectric elastomers and they claimed that those were effectively
employed as both rotary and linear transducers [26].

3. Dielectric Elastomer Generators (DEGs)

As mentioned above, the operating principle in generator mode is the conversion
of mechanical energy to electrical energy by the deformation of a DE. Functionally, this
mode resembles piezoelectricity, but its power generation mechanism is fundamentally
different. With DEs, electric power can be generated even by a slow change in the shape
of the DE [10], while for piezoelectric devices impulsive mechanical forces are needed
to generate the electric power [5,7,10]. Also, the amount of electrical energy generated
and the conversion efficiency from mechanical to electrical energy can be greater than
that from piezoelectricity [5,7,10,30,39]. Figure 4 shows the operating principal of DE
power generation.

Figure 5 shows a schematic diagram of the power generation cycle. The power gener-
ation phenomenon of a DE is considered to occur through the following four steps [10]:

(1) When mechanical energy is applied to the DE film and the film is stretched, the
thickness of the film decreases and the surface area increases at the same time;

(2) At this time, a voltage is applied to the film. The added electrical energy is stored in
the membrane as an electric charge;
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(3) When the mechanical energy of the membrane decreases, the elastic resilience of
the membrane acts to restore the original thickness and reduce the area. At this
time, the electric charge is pushed out toward the electrode. This change in the
position of the charge increases the voltage difference and results in an increase in
electrostatic energy;

(4) The charge is removed from the membrane and the membrane returns to its origi-
nal length.

Figure 4. DE power generation principle: (a) the DE elastomer film is being stretched by hand;
(b) when the hand pulling force is loosened, the film will return to its original length.

Figure 5. Schematic diagram of the power generation cycle.

In each expansion and contraction cycle shown above, the energy E produced by the
DE is associated with the change in the capacitance of the DE, and that energy E can be
expressed by the following equation [10]:

E = 0.5C1Vb2(C1/C2 − 1) (1)

Here, C1 and C2 are the DE capacitances in the expanded and contracted states,
respectively, and Vb2 is the bias voltage. This power generation theory was proved by
Chiba et al. in a power generation experiment using a two-dimensional tank in 2013 [35].
Considering the change in voltage, the charge Q of the DE can be regarded as constant in a
basic short circuit. Also, since V = Q/C, if the contraction voltage is V2 and the expansion
voltage is V1, it can be expressed as follows:

V2 = Q/C2 = (C1/C2)(Q/C1) = (C1/C2)V1 (2)
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Based on the above energy theory, the contraction voltage is higher than the extension
voltage because C2 < C1. That is, power generation occurs. Where the capacitance C of the
DE film can be expressed as:

C = ε0εA/t = ε0εb/t2 (3)

ε0 is the permittivity of free space, ε is the permittivity of the dielectric elastomer film, A is
the moving area of the elastomer film, t is the thickness, and b is the volume of the film. In
Equation (3), the volume of the elastomer basically does not change, so A/t = b = is constant.

The power (E) actually obtained by a DEG can be calculated by the following proce-
dure using each of the above equations above.

(1) The voltage (V2) between the electrodes on both sides of the DEG in the contracted state
can be measured for each wave frequency using a digital oscilloscope (see Figure 6).

Figure 6. Measurement circuit of the voltage of a dielectric elastomer generator (DEG) in a con-
tracted state.

(2) The capacitance (C2) of the transducer in the contracted state is measured with a
digital multimeter (see Figure 7).

Figure 7. Measurement circuit of the capacitance of a DEG in a contracted state.

(3) Using the values of Equations (1) and (2), and C2 and V2, the amount of power
generation is calculated as follows:

(a) The relationship C1 = V2C2/V1 is derived from Equation (1).
(b) Next, by introducing C1 into Equation (2), the generated electric power can be

obtained:
E = 0.5V1V2C2(V2/V1 − 1) (4)

(c) Using Equation (4) and the values of C2 and V2, the power generated at the
frequency of each wave of the transducer can be calculated

It should be noted here that if the amount of power generation is not calculated
according to the above procedure, the energy applied at the initial stage will be included
in the calculation, resulting in an erroneous result [31]. There have been several cases of
papers calculating the power generation not following the correct procedure recently, but
it is not possible to determine the correct amount of power generation unless the added
energy and the generated energy are clearly separated.

Figure 8 summarizes the sites where the DEGs can be installed and shows each
conceptual diagram of the generation systems [40]. They are (a) wind power generators
on the roofs of buildings, (b) water mill generators, (c) waste energy generators, (d) drain
generators, (e) road power generation system using a DE sheet, (f) wind power generators,
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(g) solar heat generators, (h) wave generators near the shore, (i) water flow generators,
(j) wave generators in the ocean, (k) hydrogen production plant, (l) a tanker carrying
hydrogen, and (m) road power generation.

Figure 8. A conceptual diagram of various power generation systems using DEGs.

Except for (k) and (l), they are specifically power generation limited to local consump-
tion. In order to achieve zero carbon dioxide emissions in 2050 [3], large-scale offshore
wave power generation (k) is indispensable, and the best scenario is to convert the power
obtained there into hydrogen and transport it to land [41].

3.1. Buoy Power Generation Loaded with Dielectric Elastomer Generator

A DE buoy generator has been developed and was tested for the first time in the world
in a tank 1.4 m wide, 1.7 m high (water depth 0.5 m) and 20 m long [9]. Figure 9 shows
this DE wave power generation system. This generator showed exciting potential. Using
only an about 40 g DE, we generated more than 5 J/stroke at 0.3 Hz. Light-emitting diode
(LED) lights for navigation buoys were able to be flashed continuously, using the electricity
generated. The DE polymer used in the experiment was acrylic #a (see Table 1), and the
electrode was made in carbon black as shown in Table 2 of Section 4.2. “Electrode Material
used for Dielectric Elastomers”.

The world’s first buoy power generation experiment using waves in the real sea was
conducted in August 2007 in Tampa Bay, Florida, USA [10]. Figure 10 shows a buoy power
generator system equipped with DEGs. The DE used in this experiment weighed 150 g [9].
The material of the film used was acrylic #a (see Table 1). The electrode was made in carbon
black as shown in Table 2.

The maximum measured electrical output capacity, verified in laboratory tests, was
12J per generator stroke. Unfortunately, the wave height in that area during the experiment
was only a few centimeters, and it was very difficult to test the wave power generator.
Therefore, there was no choice but to use a motor boat to generate waves with a height of
10 cm. At a bias voltage of 2000 V, a peak energy of 3.6 J at a wave height of 10 cm was able
to be generated. In this system, a 62 kg weight was attached to the bottom of the buoy, the
weight was raised and lowered by the movement of the waves, and the force was used to
expand and contract the DE to generate electricity. However, due to its heavy inertia, small
waves did not generate much power. In December 2008, another ocean test was conducted
in California, USA, confirming that the generated electrical energy was always stored in
the battery [42].
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Figure 9. The world’s first DE wave power generation system: (a) The beat plate was moved by
waves, the movement was transmitted to the sheet-type DE installed on the side of the tank, and the
force was used to expand and contract the DE to generate electricity; (b) The photo on the right is a
beat-type floating body.

Figure 10. Buoy power generator system equipped with DEGs: (a) Name of each part of the wave
generator buoy; (b) A photo of a generator buoy that actually floated in the sea.

Based on the above results, a method to fix the buoy to the seabed with a mooring
wire was developed, so that even small waves could generate electricity. In other words,
the DEG was tied to a mooring rope and the other end of the rope was fixed to the seabed,
so when a wave hits the buoy, the buoy moved upward on the wave. However, since the
DEG was fixed with a rope, the DEG was deformed and power was generated. In 2010, an
actual sea trial was conducted along the coast of the Izu Peninsula in Shizuoka Prefecture,
Japan using this fixed type [42,43]. The shape of the DEG used in this experiment was a
drape type (diameter 260 mm, height 120 mm, weight 4.6 g), the electrode material was
carbon black (see Table 2), and the elastomer was acrylic #a (see Table 1). A schematic
diagram of the DEG is shown in Figure 11.

The purpose of this experiment was achieved brilliantly by demonstrating that even a
small wave equivalent to a wave of several centimeters can generate electricity. However,
the system did not have a built-in structure to maintain constant tension as the tide
level changed.
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Figure 11. Drape type DE generator: The amount of the DE used is 4.6 g: (a) Relaxed states;
(b) Stretched state.

To solve the problem above, the power generation system developed in the summer
of 2011 was moored on an underwater horizontal plate with some degree of redundancy to
accommodate changing tide levels (see Figure 12) [31,42]. This principle focused on the
difference in buoyancy between the buoy and the plate. That is, when a wave hits the buoy
and the plate, the buoyancy of the buoy is lighter, so the buoy starts to move vertically
first and, as a result, the distance between the buoy and the plate becomes longer. Thus,
the DEG is deformed, and power generation occurs. By adopting this mooring method, it
would be possible to automatically generate electricity for a long time regardless of changes
in the tide level. As a result, even if it is deep, it no longer needs to be fixed to the seabed.
Even in deep water, power can be generated by mooring it on floating bodies such as super-
large ships and super-mega floats floating in the ocean (see Figure 13) [31]. Considering
practical applications, cost reduction and the pursuit of convenience are indispensable,
and miniaturization of the power generation system is also an important issue. In this
wave power generation system, the power generation control circuit can be miniaturized
and integrated with the DE power generation unit to eliminate the storage space provided
under the buoy. As a result, the size and weight have been reduced by about one-third (see
Figure 14).
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Figure 14. Wave generator with miniaturized circuit, etc.: (a) The generator buoy actually floating in
the sea; (b) Name of each part of the buoy.

In the above experiment, not only vertical movement due to DE waves but also
horizontal movement due to tidal currents were observed [20]. There were two reasons;
(1) it was connected to a longer mooring wire and (2) because the buoy was moved
horizontally by the waves. As a result, the mooring wire was tensioned, and the DEG
was deformed. Figure 15 shows the movement of the buoy in response to the waves.
By combining these two movements well, it is thought that power can be generated
more efficiently.

Figure 15. Motion of the body influenced by waves: (a) vertical motion of the buoy; (b) horizontal
motion of the buoy.

3.2. Usefulness of Dielectric Elastomer Wave Power Generation

Whereas traditional wave generators tend to differ slightly from the optimal natural
cycle and significantly reduce power generation efficiency, DE-based generators produce
stable power from the short to long term. In 2013, we conducted a basic experiment using
a two-dimensional wave power tank and demonstrated for the first time in the world that
DEG is an innovative wave power generation system capable of generating power over
a wide range of frequencies [35]. A wave tank with a length of 30 m, width of 0.6 m and
a depth of 1.5 m was used, as shown in Figure 16. The water depth was 0.6 m. The film
used for the DE was acrylic #a (see Table 1). The electrode was made from carbon black
as shown in Table 2. The floating body used for the experiment was made of urethane
foam with a size of 59 cm × 30 cm × 10 cm. This experiment showed that a DE generator
can stably output about 70% of electrical energy on average from short to long cycles
(see Figure 17) [35]. This value is the power generated from the DE divided by the wave
divided by the maximum output value measured in the laboratory multiplied by 100.

Anomalies occurred at the wave periods of 1.2 to 1.4 Hz. This was because the waves
in the water tank passed through the floating body with the DE attached, hit the wall of
the water tank on the opposite side, and bounced off, generating interference waves to
generate electricity. It seems that the value temporarily increased or decreased.
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Figure 16. Experimental set-up: The DEG was set between a mooring rope and the floating body.
Details of the generator unit are shown schematically at the left while the photos at the right show
the overall system set-up. The DE material was acrylic #a: (a) DEG unit; (b) Buoy with the DEG;
(c) Wave-making tank and measurement system.
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Moretti [19,26,27], Vertechy [24] et al. also experimented with incorporating DEGs
into an oscillating water column wave energy converter, demonstrating the importance of
DE power generation.

3.2.1. Buoy–Buoy Interaction

In order to build a super megawatt power generation system using buoys, it is
necessary to arrange many buoys as shown in Figure 13. Therefore, we need to know
what happens in the interaction between buoys. First, in a two-dimensional water tank,
three-buoys were lined up in a row in the same direction as the waves traveled, and tested
to observe how the waves interfered with them (see Figure 18) [44]. The test tank used for
the experiment had a total length of 15 m, a width of 1 m, and a water depth of 1.4 m, and
the experimental float was moored near the center. A rectangular parallelepiped urethane
(990 mm × 250 mm × 80 mm) was used as a floating body, which was fitted with points
for observing movement. The floating motion was measured by tracking the points with a
CCD camera and measuring the amount of movement. The floating body moves with three
degrees of freedom in heave, surge and pitch by guides set at the four corners for restricting
the motion. The mooring wire is connected to the ring gauge via a pulley installed below
the floating body, making it possible to measure the tension acting on the mooring wire.
In addition, a wave height meter (needle-type servo wave height meter) was installed
between the floating body, the wave generator, and the wave-dissipating plate to measure
the height of the waves entering the floating body and the waves passing through the
floating body.
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Figure 18. A test system to investigate how the waves interfere with each of the three buoys.

In the range where the wave period is smaller than about 0.6 s, most of the wave is
deflected by the collision with the first floating body. As a result, it does not reach the
floating body behind it and the influence on the multiple floating bodies becomes very
small. When the wave period is around 0.8 s, the influence of multiple floating bodies
becomes large, and an increase in surge and pitch, and a decrease in mooring tension are
particularly noticeable with the floating body which first collides with the wave. At that
time, although the influence of the spacing of the floating bodies at different intervals is
small, the influence becomes large as the number of floating bodies increases. For a wave
period of around 1.0 s, it was revealed that if the interval of the floating bodies is narrow,
the surge and the pitch of the floating body which first collides with the wave increases.
Therefore, if the interval is wide, it would increase the mooring tension.

The above experimental data were numerically modeled, simulated and compared
with the physical wave tank test [45]. The conditions analyzed are a single body A, double
bodies (A and B) at different intervals, and a case with triple bodies (A, B and C). It was
assumed that the bodies were arranged in the order of A, B and C. Results found in this
simulation are summarized below:

(1) The calculated motion (surge, heave, pitch), mooring tension, and power generation
efficiency were in good agreement with the experimental measurements.

(2) In the case where double bodies are placed next to each other: when the wave
frequency is high, the associated response amplitude operators (RAO) of surge, heave,
and tension are small, but the RAO of pitch motion is large. That is, the RAO of
body B is smaller than the RAO of body A, and it can be seen that the movement
and mooring tension of body B are weakened by the presence of the body A. Due
to the presence of the body, the wave is diffracted and a part of the wave energy is
converted to electrical energy using the power-take-off system.

(3) The efficiency of floating body A reduces at the low wave frequencies, but increases
at high wave frequencies when the interval is increased from 0.5 m to 1 m from the
case above. On the other hand, there was no significant difference in the efficiency of
floating body B. It seems that the effects of the diffracted waves from body B on body
A are more pronounced than the other way around. Apart from the reason that the
floating body A with a DE extracts some of the wave energy, the results might show
differences within the results of a 3D experimental work or high-fidelity simulations.

(4) The power generation efficiency was calculated for the wave frequency in the case where
the triple bodies were arranged side by side. In general, the power generation efficiency
of the first body (A) that encounters the incident waves first is largest; the associated
efficiency of the second body (B) is somewhat less than that of the first body, and so on.
This can also be interpreted as the DE attached to the floating body absorbing part of the
wave energy. In a particular wave frequency range, all wave energy converters (OWSs)
can reach relatively high efficiencies; about 0.9 Hz for this studied case. The reason for
this is that lower wave frequencies naturally reduce buoy-to-buoy interaction.
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3.2.2. System That Incorporates a Dielectric Elastomer into Oscillating Water Column
Wave Energy Converter Buoys Is Arranged

OWCs are one of the most promising wave energy transducers [46]. The efficiency of
an OWC device peaks at the resonated wave period [46]. However, the efficiency decreases
significantly at other wave periods. There are two possible ways to increase the power
generation efficiency of the OWS:

(1) By arranging the DEG around the OWC, it is possible to handle waves with a period
that OWSs are not good at. This is because, as discussed above, the wave period in
which the DEGs can generate is very wide.

(2) A DEG is placed in place of the compressor and electromagnetic motor used in
the OWC, and the air compressed by the waves deforms the DE to generate elec-
tricity: using this idea, some testing has been done by incorporating DEGs into
OWCs [24,27,32].

Idea 2 above has promise, but there might be some problem with the DE used. From
Equations (1) and (3) discussed above, the points are the thickness of the DE and the
magnitude of the voltage applied to it. Looking at the experimental cases, the voltage
applied is too small, around 1000 V, even though the film thickness is rather thick. Therefore,
even if a low voltage is applied while the film is not sufficiently deformed, power generation
might be unlikely to occur.

In order to realize super mega power generation using larger waves, a power genera-
tion system with many buoy-type OWCs was proposed [31]. This method does not use a
copper or electromagnetic motor, which is expensive. In addition, due to the high gener-
ation efficiency, the power generation cost is expected to be around 5 US cents/kW [41].
This is almost the same as thermal power generation using heavy oil or coal. Currently, as
the first step to realize such large-scale offshore power generation, we are simulating a case
of 3 vertical × 3 horizontal.

3.2.3. Production of Hydrogen

How to bring the electricity generated at sea to one’s country is a big problem. In
our method, the generated electricity is electrolyzed using seawater to make hydrogen.
A hydrogen generator was placed beside the above buoy power generation system, and
hydrogen was produced using the power generated by the DEG [41]. Hydrogen can be
a convenient medium, but the problem is its production cost. However, in wave power
it’s free. Figure 19 shows the hydrogen generation equipment using electrolysis. In the
very near future, electricity generated at a megawatt DE power plant built in the ocean
will be converted to hydrogen and brought to Japan and other countries by tankers [22], as
shown in Figure 8. Countries receiving hydrogen can use it as fuel for cars and planes, or
to generate electricity using hydrogen again.

Figure 19. The hydrogen generation equipment using electrolysis: (a) DEG and hydrogen generation
buoy; (b) Fuel cell and electrolysis.
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3.2.4. Combination of a Piezoelectric Power Generation System and Dielectric
Elastomer Generator

DEs require an initial charge before they can start generating electricity. In addition,
DEs require high direct current (DC) voltage. Therefore, we considered a self-excited DEG
circuit using a piezoelectric element [47]. Piezo has the advantage of generating electricity
even with slight vibrations without an initial charge.

Therefore, in the circuit we are proposing, the piezoelectric element vibrates to gen-
erate a voltage, and the generated voltage is boosted to a high voltage value by the
Cockcroft–Walton circuit to charge the DE. The high voltage generated by the DE causes
the ringing choke converter circuit to step down the generated voltage to a predetermined
value and charge the secondary battery.

However, the problem is that the piezo output is too small. The simulation seems to
work, but in reality, it is necessary to reduce the loss of the components that make up this
circuit as much as possible, and further studies are required.

In wave power, there is always physical movement, and this coupling system is less
powerful, but is ideal for slow-moving cases and occasionally moving slow cases.

4. Dielectric Elastomer Material

As shown in Table 1 [48], the parameters that improve the performance of DEs are the
withstand voltage, dielectric constant, and Young’s modulus, etc. of the film [48]. However,
when these parameters are increased, the hardness of the film increases, and the DE does
not deform significantly. That is, the power obtained does not increase unless it is greatly
deformed (thickness).

The point is that it should be in a balanced value rather than focusing on any one
parameter. It is also important to be consistent with film forming technology and DE
fabrication technology. For example, when forming the film, it is necessary to make the
film thickness uniform at a considerable level, or to form the film in a clean room and make
efforts to minimize dust and impurities.

In addition to the above, attempts have been made to create DEs with an elastomer
with a structure that reduces the amount of dangling of the material [49] and degree of
cross-linking [50], but as mentioned above, the point is the balance between them. It is not
just a matter of reducing it because it is related to the strength of the film.

What Chiba et al. are paying attention to is viscoelasticity (see Figure 20) [51]. It is
thought that this viscoelasticity acts as a damper (spring) and acts as a drive force that
greatly deforms the DE.

Figure 20. Stress strain hysteresis loops of: (a) acrylic elastomer; (b) silicone elastomer with strain
from 100 to 200%.

4.1. Material Used for Dielectric Elastomers

Various elastomers (e.g., Table 1) have been tested for the DE [48,52]. However, it has
become clear that there are some problems.
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The biggest problem is that it is vulnerable to humidity [52,53]. This is especially
noticeable when the temperature at which the DEs are used is high. Initially, it was pointed
out that acrylic materials are vulnerable to moisture, but silicon was also found to be
vulnerable. This was disappointing because silicon has a wide temperature range and
researchers had high expectations for its use in wave power generations. However, it has
also been found that its lifespan is extended when used at a level well below the maximum
performance of the DEs. Even with acrylic materials, there are recorded cases where the
DE were used up to 10 million times [52].

Chiba et al. found that putting DE in a moisture-resistant polymer bag, reducing the
pressure, adding silica gel, encapsulating nitrogen, or using all of those methods would
significantly extend the life [31]. Furthermore, it is important to prepare multiple DE
systems and prepare for cases where some of the DEs fails.

Since the frequency of typical waves in the ocean is about 0.2 Hz, the number of DEs
that move up and down by the wave in one year is about 6.3 million, so it seems that they
have reached a practical stage from the viewpoint of lifespan.

There is another issue: a large DE has not yet been made. There is a diaphragm type
and it has a maximum diameter of about 60 cm. Moreover, since a high voltage is required,
it is necessary to modify the membrane and improve the circuit so that power can be
generated at the lowest possible voltage.

4.2. Electrode Material Used for Dielectric Elastomers

As shown in Figure 10, a power generation experiment was conducted using a drape
type DE having a height of 120 mm and a diameter of 260 mm. The amount of power
generation when the DE was pulled by about 60 mm is summarized in Table 2 [54]. The
drape weighs 4.6 g and uses acrylic material #a. Carbon black, MWCNTs (multi-walled
carbon nanotubes), SWCNTs (single-walled carbon nanotubes) and high crystal CNTs were
used as electrode materials.

The amount of power generated using carbon black was 284 mJ. However, changing
the electrodes to MWCNTs or SWCNTs makes it possible to obtain more power, as shown in
Table 2. This is because the conductivities of MWCNTs and SWCNTs are much higher than
that of carbon black. As a result, as shown in Table 2, in the power generation experiment
using the SWCNT electrode, the amount of power generation was about 2.3 times that
of the carbon black electrode. High-crystalline SWCNTs with a superior crystal structure
produced about three times as much power.

Table 2. Difference in power obtained when changing the electrode material.

Type of Electrode Power Obtained (mJ)

carbon black 1 274
multi-walled carbon nanotube 445
single-walled carbon nanotube 630

high crystalline SWCNT 2 819
1 Carbon black and MWCNT are manufactured in companies in United States, and 2 SWCNT (ZEONANO®-
SG101) and high crystalline CNT are manufactured by Zeon Corp.

Metallic CNTs are considered to be highly conductive due to their structure. Currently,
Chiba et al., are starting to develop electrodes using metal CNTs. However, they are very
costly at this time, so it is necessary to develop a more efficient metal CNT extraction
method.

5. Summary and Conclusions

Summarizing the above results, the following could be concluded:

• A buoy generator equipped with DEs could be able to generate electricity with high
efficiency.
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• A generator equipped with DEs could be able to generate electricity in response to
waves of a wide frequency range.

• If multiple generators are placed perpendicular to the wave, each generator could
absorb some of the wave energy and convert it into electricity, which in turn could
weaken the wave energy. In extreme cases, it is possible to reduce the wave height to
zero by deploying a significant number of generators.

• By using a highly conductive material such as SWCNTs, the power generation capacity
of the DEG is improved.

• At a super mega power plant in the ocean, hydrogen is produced by electricity, and
by tanker, the hydrogen is transported by tankers to large consumption areas. It is
efficient to use the hydrogen for carbon dioxide-free fuel and/or power generation at
those sites.

• The power generation cost of an OWC equipped with a DEG on a buoy or an OWC
could be about 5 US cents per 1kW.

• Pursuing a high-performance DE is important, since by driving the DE at a lower
level, it is possible to extend its lifespan.
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